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JLOT NUMBER

JERAND NAME
FRODUCTION DATE
EXPIRATION DATE

REPORT NO: BSB/F5/008/2022
(A) INSPECTION REFERENCE |
Based on ISO 2859-1:1999

DATE OF INSPECTION 1 9-June-2022
CUSTOMER ORDER EP-1410-PO
CIUANTITY CASES 1 756 cases

. Size XSmall - EP-1410/0001 - 0061, Size Small - EP-1410/0062 - 0122,

. Size Medium - EP-1410/0123 - 0367, Size Large - EP-1410/0368 - 0737,

- Size XLarge - EP-1410/0738 - 0750, Size XXLarge - EP-1410/0751 - 0756

- FISHERBRAMD - Nitrile Cleanroom Gloves Class 100, 300mm. Ambidexirous, Non-sterile
- May 2022

S April 2027

(B) TYPE OF INSPECTION | ORIGINAL INSPECTION
(C) CONSIGNMENT QUANTITY / SIZE BREAKDOWN / SAMPLES |

Nitrile 300mm C100

JQuantity per consumer package

100 pcs/polybag

|Duanti'r\.I per shipping carton

10 polybags/case

SIZE XS S M L XL XL Total
[ oF carTons 61 61 245 a70 13 6 756

[ oF PiECES 61000 61000 245000 370000 13000 6000 756000

b OF TOTAL 8 8 32 49 2 1 100

[ OF PCS OF SAMPLES 10 10 A1 61 2 1 125

(D) VISUAL INSPECTION - MAJOR & MINOR DEFECTS |

INSPECTION LEVEL

MAJOR DEFECTS [ s4 | AQL [ 28 | MAXIMUM ALLOWABLE
MINOR DEFECTS [ 84 ] AL [ ag | MAXIMUM ALLOWABLE
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MAJOR Size ] XS S M L XL WKL Total
sample pcs: 10 10 41 61 2 1 125
Tearing (beading) 0 0 0 0 0 0 0
Oily look 0 0 0 0 0 0 0

IGER 0 0 0 0 0 0 0
[ MINOR Size ] XS S M L XL AL Total
sample pes: 10 10 41 61 2 1 125
JLumps 0 0 0 0 0 0 0
Embedded stain 0 0 0 0 0 ] 0
Stickiness 0 0 0 0 0 0 0
Removable dirt 0 0 1 0 0 0 1
Thin spot 0 0 0 0 0 0 0
IBlack dot 0 0 D 1 2 0 3
Dirt 0 0 0 0 0 0 0
Stain 0 0 0 0 1 1 2
Roll beading 0 0 0 0 0 0 0
0 0 0 0 0 0 0
0 0 i 0 0 0 0
Total - 0 0 1 7 3 1 3
(E) VISUAL INSPECTION - BARRIER DEFECTS (HOLES/PIN HOLES) |
INSPECTION LEVEL AQL MAXIMUM ALLOWABLE
SIZE SAMPLE | CUFF PALM CROTCH FINGER FITIP | OTHERS | TOTAL
SIZE
XS 10 0 0 i 0 0 0 0
SIZE 10 0 0 0 0 0 0 0
M a1 0 0 0 0 1 0 1
L 61 0 0 0 0 0 0 0
XL 2 0 0 i 0 0 0 0
XXL 1 0 0 0 0 0 0 0
Total| 125 0 0 0 0 1 0 1
ACC 5
REJ 7
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(F)

PHYSICAL DIMENSION & PROPERTIES

[AS Per ASTM D6319
SIZE LENGTH WIDTH THICKNESS {mm) BEFORE AGEING AFTER AGEING
{mm) (mm) CUFF PALM FINGER Tensile(Mpa) | Elongation (%) | Tensile(Mpa) | Elongation (%)
xS 285 78 0.080 0110 0150 17 63 680 17 11 640
3 285 a4 0.080 0105 0150 17.70 6G5 1721 645
M 300 95 0.075 0.105 0.145 1796 710 1752 660
M 300 95 0.075 0.110 0.150 18.12 725 17.70 670
M 285 96 0.070 0.100 0.155 17.68 6595 17.16 640
L 300 104 0.080 0.110 0.145 15.09 720 17 .68 670
L 305 105 0.070 0.100 0.145 1814 725 1770 675
L 300 105 0.070 0.100 0.155 17.76 6595 17.32 645
L 305 104 0.080 0.105 0.150 18.32 740 17.79 690
L 285 106 0.075 0.105 0.145 18.04 720 17.61 665
L 300 106 0.080 0110 0150 1783 T00 1740 645
XL 300 114 0.075 0.100 0.145 18.04 715 1757 665
XXL 285 119 0.075 0.100 0.155 17 .65 650 17.15 640
JLength Required: 300 +/-10mm Tensile: min 15.00Mpa Tensile: min 14.00Mpa
[Thickness Requirement: Cuff: 0.07 +/~0.02mm Elongation: min 600% Elongation: min 400%
Palm: 0.10 +/- 0.02mm
Finger: 0.14 +/- 0.02Zmm
G] [TQUID PARTICLE EEUFII!. [ccunfs,-‘cm )
Equmen( Using Ligurd Syringe Sampler, .Brano‘ PMJ Madei# 515 1500, Test Method IES-RP-CC005.4
apec
sizé |o510umf1020um| 2050um] 50-10um | 1020um | <20um | 7@ |countsiem2
x5 1583 .4 2.9 33.? 14.2 28 06 169?.6 = 2200
S 17295 815 401 167 36 11 18725 < 2200
M 1670.8 742 386 14.6 3.1 0.4 1801.7 <2200
L 1559.1 60.3 324 13.8 25 0.9 1669.0 = 2200
AN 16382 716 359 154 3.3 05 1764 9 < 2200
XXL 1703.6 774 415 16.0 3.0 1.3 1842 8 <2200
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(H) ION CHROMATOGRAFH DETERMINATION (ug;’cmzj
[Equipment. lon Chromatograph, Brand. T1050n, ModelZ IC-2010, Test Method IES-RP-CC005.4
ANION SIZE
(uglem?) XS S M L XL XXL
Fluoride 0.021 0.027 0.022 0.026 0.021 0.029
Chloride 1.037 1.046 1.015 1.033 1.049 1018
|Eromide 0.026 0.038 0.031 0.035 0.027 0.025
|nitrate 1.044 1.022 1.057 1.020 1.048 1.036
Phosphate 0.760 0.709 0.684 0.659 0.705 0.724
Sulphate 0653 0676 0.703 0.691 0723 0711
[~ CATION SIZE
(ugiem?) XS S M L XL XXL
Sodium 0.033 0.028 0.035 0.030 0.033 0.026
|Lithium <0.0005 | <0.0005 | <0.0005 <0.0005 <0.0005 <0.0005
|Magnesium | <0005 | <0005 | <0005 <0005 <0.005 <0.005
Copper <0.0005 | <0.0005 | <0.0005 <0.0005 <0.0005 <0.0005
Potassium 0.025 0.038 0.034 0.029 0.027 0.030
I NON-VOLATILE RESIDUE DETERMINATION .
Equipment - Using Mettler Toledo instrument model UMX2 and using IPA, Test Method IES-RP-CC005.4
Parameter SIZE
{ugicm?) XS S M L XL XXL
NVR 2.49 271 266 252 243 258
(J) FTIR DETERMINATION |
Equipment: FTIR instrument model FTIR-8400, Test Method IES-RP-CC005.4
_Fararneter SlZ_E
(ugicm?) XS S M L XL XXL
Amide Negative | Negative | Negative Negative Negative Negative
DOP Negative | Megative | Negative Negative MNegative MNegative
Silicone Qil | Negative | Negative | Negative Negative MNegative MNegative
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(K) STATUS |
[VISUAL DEFECTS - MAJOR & MINOR |
[VISUAL DEFECTS - BARRIER |
[PHYSICAL DIMENSION & PROPERTIES
[LIQUID PARTICLE COUNTS |
[ION CHROMATOGRAPH |
[NON-VOLATILE RESIDUE |
[FTR |
(L) CONCLUSION |
Based on the results reported herein, cbiained from samples selected randomly accordingly to IS0 2895,
the lot inspected having fulfilled all the product specifications, is hereby certified to have complied with the
desired product requirements.

This Certificate has been compiled with data that has been provided by the manufacturer of the product. The
Fisher Scientific Channel has not independently verified such data.

N

Tom Nicholson
Fisher Scientific
Quiality Assurance Department
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